
Testing Item Testing Result

Surface & Subsurface Imperfection ACC

Bow & Twist 0.10~0.70%

Thermal stress unetched etched ACC

Pressure Vessel Therma stress ACC

TG 129℃~131℃

Flammability ACC

※ 1.6T H/H 기준

1. Product Contents


